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1
MEDICAL DRILL

CROSS REFERENCE TO RELATED
APPLICATION

This application claims the benefits of the Taiwan Patent
Application Serial Number 100113363, filed on Apr. 18,
2011, the subject matter of which is incorporated herein by
reference.

BACKGROUND OF THE INVENTION

1. Field of the Invention

The present invention relates to a medical drill, more par-
ticularly, to a medical drill made of an amorphous alloy.

2. Description of Related Art

Generally, during medical surgery related to bone repair,
such as hip or knee replacement for treating broken bones,
dental implants, and debridement, bone drilling is often nec-
essary for implanting bone screws. For example, in treating a
broken bone, a drill can be used to perform a bone drilling
process and a bone screw is screwed into the bone to fix the
broken bone. During the bone drilling surgery, a medical drill
is necessary.

Medical drills are widely used in orthopedic or dental
treatment. In general fracture surgery, a space with a certain
size and depth would be formed in the bone by a medical drill,
and then the location of the bone would be fixed through bone
implants, such as bone screws and bone plates. In the dental
field, dental drills are used in orthodontic treatment or dental
implant treatment to form an opening on a gum and then to fix
a bracket or a dental implant.

However, the drills used in the orthopedic and dental fields
are generally made of martensitic stainless steel with a crys-
talline structure and an elastic limit less than 0.5%, and
thereby the shift of the normal vector of force away from the
center axis often causes the breaking of drills, resulting in
surgical inconvenience and even medical disputes.

Regarding medical drills, US 2009208902 discloses a den-
tal drill made of plastics. Also, U.S. Pat. No. 6,312,432 sug-
gests a bone drill, but fails to disclose a novel material for
medical drills.

As shown in FIG. 1, a medical drill generally has a pillar
body, and threads 11 are formed in a certain portion of the
pillar body. However, a conventional medical drill is often
made of a crystalline metal, such as stainless steel (e.g. mar-
tensitic stainless steel), an alloy, ceramic, or plastic material.
Therefore, breaking of medical drills often occurs and causes
surgical inconvenience.

Hence, it is desirable to develop for medical drills a novel
material which has excellent properties of good fracture resis-
tance, enhanced corrosion resistance, high wear resistance,
improved toughness and high hardness, and is advantageous
to the operation of orthopedic or dental treatment.

SUMMARY OF THE INVENTION

The present invention provides a medical drill made of an
amorphous alloy, in which the amorphous alloy is a Zr-based
amorphous alloy which contains zirconium metal in 45 at %
or more, and the medical drill has a tensile strength of 1500-
2500 MPa and a Vickers hardness of 400-750.

The medical drill according to the present invention can be
used as a bone drill or a dental drill. Through tests under
practical operation, it can be confirmed that the medical drill
made of the amorphous alloy according to the present inven-
tion has excellent properties of good fracture resistance,
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enhanced corrosion resistance, high wear resistance,
improved toughness and high hardness compared to conven-
tional medical drills made of crystalline alloys. That is, the
conventional art cannot achieve the above-mentioned excel-
lent properties.

In the present invention, the amorphous alloys can be
applied in medical bone drills and exhibit better properties
compared to the alloy materials used in conventional drills.
The drill made of the amorphous material according to the
present invention has excellent properties equal to surgical
knifes, such as good toughness, high hardness and enhanced
fracture resistance, and thus can meet the requirements for
medical use.

The amorphous alloys of the present invention include
Zr-based amorphous alloys and have higher glass transition
temperature and activation energy. In addition, silicon, boron,
yttrium, palladium or tantalum may be added into the amor-
phous alloys to enhance the thermal stability and mechanical
properties of the amorphous alloys (or to inhibit crystallized
nucleation of supercooled metallic liquid).

So far, little research focuses on the application of amor-
phous materials in clinical medicine. The Zr-based or Ti-
based amorphous alloys have great potential for the applica-
tion in, for example, medical devices, bio-medical implants
and medical materials, owing to the excellent properties of
amorphous alloys, such as corrosion resistance, wear resis-
tance and so on, and their related research presents great
promise in both scientific and practical applications.

The medical drill according to the present invention can be
shaped in a pillar body by a turning process, and a spiral
structure can be formed in a portion of the pillar body. The
medical drill according to the present invention may be manu-
factured by preparing an amorphous alloy rod through rapid
cooling, forming a spiral structure in a portion of the amor-
phous alloy rod by heating (not higher than crystallization
temperature (Tx)) and then a stretching and twisting process,
and finally cooling it to obtain the medical drill according to
the present invention.

Preferably, the medical drill according to the present inven-
tion is shaped in a pillar body, and a thread is formed in a part
of' the pillar body. The medical drill according to the present
invention may be manufactured by preparing an amorphous
alloy rod through rapid cooling, and forming a spiral structure
in a portion of the amorphous alloy rod by a sculpturing
process to thereby obtain the medical drill according to the
present invention.

In the process for manufacturing the medical drill accord-
ing to the present invention, the processing method of the
amorphous alloy rod is not limited to a stretching and twisting
process and a sculpturing process, and may use other process-
ing methods of metal materials as long as the arrangement of
metal atoms in the amorphous alloy would not be damaged in
the processing way (that is, the processing temperature can-
not exceed the crystallization temperature (TX)).

According to the medical drill of the present invention, the
Zr-based amorphous alloy preferably contains zirconium in
45 at % or more, aluminum in 5-10 at %, copper in 15-20 at %
and nickel in 5-15 at %.

According to the medical drill of the present invention, the
Zr-based amorphous alloy preferably further contains silicon,
boron, yttrium, palladium or tantalum in 1 at % or more.

According to the medical drill of the present invention, the
Zr-based amorphous alloy preferably is represented by the
following formula 1,

Zr,Al,CuNiSi,, [formula 1]
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in  which, 45=<a=<75,
5=<d=<15, 1=<e=<10.

According to the medical drill of the present invention, the
Zr-based amorphous alloy preferably further contains Si and
other elements so as to enhance the packing density of atoms
in the amorphous alloy, improve the thermal stability and
mechanical properties of the amorphous alloy, and maintain
longer incubation time during isothermal annealing in the
supercooled liquid region. In addition, it is confirmed that the
addition of an Si element can enhance the thermal stability of
the Zr-based amorphous alloy to be 2-3 times higher com-
pared to the addition of a boron element.

According to the medical drill of the present invention, the
formula 1 preferably is Zr, Al, sCu,, Ni,,Si,.

According to the medical drill of the present invention, the
Zr-based amorphous alloy preferably is represented by the
following formula 2,

5=<b=<10, 15=<c=<20,

Zr Al,Cu Ni B,

in  which, 45=<a=<75,
5=<d=<15, 1=<e=<10.

According to the medical drill of the present invention, the
formula 2 preferably is Zr,, Al, sCu,, Ni,(B,.

In the present invention, the Zr-based amorphous alloy
preferably further contains boron and other elements in addi-
tion to Zr metal so as to improve the thermal stability of the
Zr-based amorphous alloy and to maintain longer incubation
time during isothermal annealing in the supercooled liquid
region.

According to the medical drill of the present invention, the
Zr-based amorphous alloy preferably is represented by the
following formula 3,

[formula 2]

5=<b=<10, 15=<c=<20,

Zr,Al,Cu NiB,,

in  which, 45=<a=<75,
S5=<d=<15, 1=<e=<15.

According to the medical drill of the present invention, the
formula 3 preferably is Zrs;Cuyo NigAl Ta,, in which
0.1=<x=<10.

In the present invention, the Zr-based amorphous alloy
further contains tantalum and other elements in addition to Zr
metal. Through tests, it can be confirmed that the addition of
tantalum can increase plastic deformation of the amorphous
alloy rod and thus makes the subsequent process more con-
venient to be performed.

According to the medical drill of the present invention, the
Zr-based amorphous alloy preferably is represented by the
following formula 4,

[formula 3]

5=<b=<10, 15=<c=<30,

Zr,Al,Cu Pd,Nb,,

in which, 45=<a=<75, 5=<b=<10, 15=<c=<30, 0=<d=<9,
O=<e=<9.

According to the medical drill of the present invention, the
formula 4 preferably is Zrs; AlyCuy,Pd Nb,, in which x=4.5,
y=4.5. The nickel-free Zr-based amorphous alloy can have
higher ductility and toughness.

The present invention further provides a medical drill made
of an amorphous alloy, in which the amorphous alloy is a
Ti-based amorphous alloy which contains titanium in 40 at %
or more, and the Ti-based amorphous alloy has a tensile
strength (maximum tensile strength) of 1600-2600 MPa and
a Vickers hardness of 600-800. For example, the Ti-based
amorphous alloy can be 2148 MPa in tensile strength (maxi-
mum tensile strength) and 709 in Vickers hardness.

The medical drill of the present invention may be used as a
bone drill or a dental drill. Through tests under practical
operation, it can be confirmed that the medical drill made of

[formula 4]
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the amorphous alloy according to the present invention has
excellent properties of good fracture resistance, enhanced
corrosion resistance, high wear resistance, improved tough-
ness and high hardness compared to conventional medical
drills made of crystalline alloys. That is, the conventional art
cannot achieve the above-mentioned excellent properties. In
addition, the Ti-based amorphous alloy has reduced weight
due to titanium being lighter in weight, and has an elastic limit
of 6% or more.

In the present invention, the amorphous alloys are applied
in medical bone drills and exhibit better properties compared
to the alloy materials used in conventional drills. The drill
made of the amorphous material according to the present
invention has excellent properties equal to surgical knifes,
such as good toughness, high hardness and enhanced fracture
resistance, and thus can meet the requirements for medical
use.

The amorphous alloys of the present invention include
Ti-based amorphous alloys and have higher glass transition
temperature and activation energy. In addition, silicon, boron,
yttrium, palladium or tantalum may be added into the Ti-
based amorphous alloys to enhance the thermal stability and
mechanical properties of the amorphous alloys (or to inhibit
crystallized nucleation of supercooled metallic liquid).

So far, little research focuses on the application of amor-
phous materials in clinical medicine. The Zr-based or Ti-
based amorphous alloys have great potential for the applica-
tion in, for example, medical devices, bio-medical implants
and medical materials, owing to the excellent properties of
amorphous alloys, such as corrosion resistance, wear resis-
tance and so on, and their related research presents great
promise in both scientific and practical applications.

The medical drill according to the present invention can be
shaped in a pillar body, and a spiral structure can be formed in
aportion of the pillar body. The medical drill according to the
present invention may be manufactured by preparing an
amorphous alloy rod through rapid cooling, forming a spiral
structure in a portion of the amorphous alloy rod by heating
(not higher than crystallization temperature (1x)) and then a
stretching and twisting process, and finally cooling it to
obtain the medical drill according to the present invention.

Preferably, the medical drill according to the present inven-
tion is shaped in a pillar body, and a thread is formed in a part
of' the pillar body. The medical drill according to the present
invention may be manufactured by preparing an amorphous
alloy rod through rapid cooling, and forming a spiral structure
in a portion of the amorphous alloy rod by a sculpturing
process to thereby obtain the medical drill according to the
present invention.

The process for manufacturing the medical drill according
to the present invention, the processing method of the amor-
phous alloy rod is not limited to a stretching and twisting
process and a sculpturing process, and may use other process-
ing methods of metal materials as long as the arrangement of
metal atoms in the amorphous alloy would not be damaged in
the processing way (that is, the processing temperature can-
not exceed the crystallization temperature (TX)).

According to the medical drill of the present invention, the
Ti-based amorphous alloy preferably contains titanium in 40
at % or more, copper in 30-40 at %, palladium in 10-20 at %
and zirconium in 5-15 at %.

According to the medical drill of the present invention, the
Ti-based amorphous alloy preferably further contains Siin 1
wt % or more. In the medical drill of the present invention,
silicon and other elements preferably can be added therein so
as to enhance the packing density of atoms in the amorphous
alloy, improve the thermal stability and mechanical proper-
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ties of the amorphous alloy, and maintain longer incubation
time during isothermal annealing in the supercooled liquid
region. In addition, it is confirmed that the addition of an Si
element can enhance the thermal stability of the Ti-based
amorphous alloy to be 2-3 times higher compared to the
addition of boron element.

According to the medical drill of the present invention, the
Ti-based amorphous alloy preferably is represented by the
following formula 5,

Ti,Cu,Pd Z1,;Si,,

in  which, 40=<a=<75,
5=<d=<15, 0.05=<e=<2.

[formula 5]

30=<b=<40, 10=<c=<20,

BRIEF DESCRIPTION OF THE DRAWINGS

FIG. 1 is a schematic diagram of a conventional medical
drill;

FIG. 2 is a schematic diagram of a medical drill according
to Example 1 of the present invention; and

FIG. 3 is a schematic diagram of a medical drill according
to Example 7 of the present invention.

DETAILED DESCRIPTION OF THE PREFERRED
EMBODIMENT

Hereafter, examples will be provided to illustrate the
embodiments of the present invention. Those skilled in the art
can easily understand the advantages and effects of the inven-
tion from the disclosure of the present invention. The follow-
ing examples are intended for illustrating the embodiments of
the subject invention, but not for excluding other embodi-
ments. Those skilled in the art can omit, modify, reduce or
vary components without departing from the spirit of the
invention.

EXAMPLE 1
Medical Drill of Zr-Based Amorphous Alloy

An amorphous alloy rod (8 mm¢x70 mm L) is manufac-
tured by using Zrg, Al, sCu,, sNi, Si, as the material and
performing suction casting and rapid cooling.

Subsequently, the amorphous alloy rod is processed at
normal temperature, and a stretching and twisting process is
performed in a low-temperature water recycling system
which can ensure the work temperature is not higher than the
crystallization temperature (Tx) to form a spiral structure in a
certain portion of the amorphous alloy rod and thereby to
obtain the medical drill of the present example, as shown in
FIG. 2.

As shown in FIG. 2, the medical drill 2 according to the
present example has a pillar body of which a certain portion
21 is structured in a spiral shape. Additionally, the medical
drill 2 according to the present example is made of Zr-based
amorphous alloy containing 45% or more of Zr metal.

In the present example, the Zr-based amorphous alloy fur-
ther contains Si and other elements in addition to Zr metal so
as to enhance the packing density of atoms in the amorphous
alloy, improve the thermal stability and mechanical proper-
ties of the amorphous alloy, and maintain longer incubation
time during isothermal annealing in the supercooled liquid
region. In addition, it is confirmed that the addition of an Si
element can enhance the thermal stability of the Zr-based
amorphous alloy to be 2-3 times higher compared to the
addition of a boron element.
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The tensile strength, Vickers hardness and specific gravity
of the medical drill made of the Zr-based amorphous alloy
according to the present example is measured as 1600-1800
MPa, 550-650 and 5.9-6.7 kg/L, respectively. The above-
mentioned excellent properties cannot be found in general
crystalline metal.

The medical drill according to the present example can be
used as a bone drill or a dental drill. Through tests under
practical operation, it can be confirmed that the medical drill
made of the amorphous alloy according to the present
example has excellent properties of good fracture resistance,
enhanced corrosion resistance, high wear resistance,
improved toughness and high hardness compared to conven-
tional medical drills made of crystalline alloys. That is, the
conventional art cannot achieve the above-mentioned excel-
lent properties.

EXAMPLE 2
Medical Drill of Zr-Based Amorphous Alloy

An amorphous alloy rod (10 mm¢x60 mm L) is manufac-
tured by using Zrg; Al, sCu,, sNi, (B, as the material and
performing suction casting and rapid cooling.

Subsequently, the amorphous alloy rod is processed at
normal temperature, and a stretching and twisting process is
performed in a low-temperature water recycling system
which can ensure the work temperature is not higher than the
crystallization temperature (Tx) to form a spiral structure in a
certain portion of the amorphous alloy rod and thereby to
obtain the medical drill of the present example.

In the present example, the Zr-based amorphous alloy fur-
ther contains boron and other elements in addition to Zr metal
s0 as to improve the thermal stability and mechanical prop-
erties of the Zr-based amorphous alloy, and maintain longer
incubation time during isothermal annealing in the super-
cooled liquid region.

EXAMPLE 3
Medical Drill of Zr-Based Amorphous Alloy

The medical drill made of Zr-based amorphous alloy
according to the present example is manufactured by the same
process as that illustrated in Example 1, except that the
present example uses Zrs;Cus, NigAl Ta, as material and
the size of the amorphous alloy rod prepared in the present
example is 2 mm¢x30 mm L.

In the present example, the Zr-based amorphous alloy fur-
ther contains tantalum and other elements in addition to Zr
metal. Through tests, it can be confirmed that the addition of
tantalum can increase plastic deformation of the amorphous
alloy rod and thus makes the subsequent process more con-
venient to be performed.

EXAMPLE 4
Medical Drill of Zr-Based Amorphous Alloy

The medical drill made of Zr-based amorphous alloy
according to the present example is manufactured by the same
process as that illustrated in Example 1, except that the
present example uses Zr; ¢Ni, ; ,Cu,sAl; as material.

Inthe present example, the Zr-based amorphous alloy con-
tains Zr metal as a major component and nickel, copper and
aluminum, but does not contain metalloid elements, i.e. sili-
con and boron.
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EXAMPLE 5

Medical Drill of Zr-Based Amorphous Alloy

The medical drill made of Zr-based amorphous alloy
according to the present example is manufactured by the same
process as that illustrated in Example 1, except that the
present example uses Zrs3AlyCuyoPd,Nb, (x=4.5, y=4.5) as
material.

In the present example, the medical drill is made of nickel-
free Zr-based amorphous alloy and has higher ductility and
toughness.

EXAMPLE 6
Medical Drill of Ti-Based Amorphous Alloy

An amorphous alloy rod (5 mm¢x50 mm L) is manufac-
tured by using Ti,Cu,Pd_Zr Si, (40=<a=<75, 30=<b=<40,
10=<c=<20, 5=<d=<15, 0.05=<e=<2) as the material and
performing suction casting and rapid cooling.

Subsequently, the amorphous alloy rod is processed at
normal temperature, and a stretching and twisting process is
performed in a low-temperature water recycling system
which can ensure the work temperature is not higher than the
crystallization temperature (Tx) to form a spiral structure in a
certain portion of the amorphous alloy rod and thereby to
obtain the medical drill of the present example. Regarding the
medical drill made of the Ti-based amorphous alloy accord-
ing to the present example, the Ti-based amorphous alloy is
measured as 2148 MPa in tensile strength (maximum tensile
strength) and 709 in Vickers hardness.

The medical drill according to the present example has
reduced weight due to titanium weighing less weight, and has
an elastic limit of 6% or more.

EXAMPLE 7
Medical Drill of Zr-Based Amorphous Alloy

An amorphous alloy rod (10 mm¢$x60 mm L) is manufac-
tured by using Zrg, Al, sCu,, Ni, B, as the material and
performing suction casting and rapid cooling.

Subsequently, the amorphous alloy rod is processed by a
sculpturing process to form threads in a certain portion of the
amorphous alloy rod and thereby to obtain the medical drill of
the present example, as shown in FIG. 3.

As shown in FIG. 3, the medical drill 3 according to the
present example has a pillar body, and threads 32 are formed
in a certain portion 31 of the pillar body. Additionally, the
medical drill 3 according to the present example is made of
Zr-based amorphous alloy containing 45 at % or more of Zr
metal.

In the present example, the amorphous alloy rod is pro-
cessed by a sculpturing process rather than a stretching and
twisting process. In the present invention, the amorphous
alloy rod may be processed in other processing ways in addi-
tion to a stretching and twisting process and a sculpturing
process, as long as the arrangement of metal atoms in the
amorphous alloy would not be damaged in the processing
way (that is, the processing temperature cannot exceed the
crystallization temperature (Tx)).

In the present invention, the amorphous alloys are applied
in medical bone drills and exhibit better properties compared
to the alloy materials used in conventional drills. The drill
made of the amorphous material according to the present
invention has excellent properties equal to surgical knifes,
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such as good toughness, high hardness and enhanced fracture
resistance, and thus can meet the requirements for medical
use.

The amorphous alloys of the present invention include
Zr-based amorphous alloys and Ti-based amorphous alloys
and have higher glass transition temperature and activation
energy. In addition, silicon, boron, yttrium, palladium or tan-
talum may be added into the amorphous alloys to enhance the
thermal stability and mechanical properties of the amorphous
alloys (or to inhibit crystallized nucleation of supercooled
metallic liquid).

So far, little research focuses on the application of amor-
phous materials in clinical medicine. The Zr-based or Ti-
based amorphous alloys have great potential for the applica-
tion in, for example, medical devices, bio-medical implants
and medical materials, owing to the excellent properties of
amorphous alloys, such as corrosion resistance, wear resis-
tance and so on, and their related research presents great
promise in both scientific and practical applications.

The above examples are intended for illustrating the
embodiments of the subject invention and the technical fea-
tures thereof, but not for restricting the scope of protection of
the subject invention. The scope of the subject invention is
based on the claims as appended.

What is claimed is:

1. A medical drill made of an amorphous alloy, wherein the
amorphous alloy is a Zr-based amorphous alloy which com-
prises zirconium metal in 45 at % or more, and the medical
drill has a tensile strength of 1500-2500 MPa and a Vickers
hardness of 400-750;

wherein the Zr-based amorphous alloy comprises zirco-

nium in 45 at % or more, aluminum in 5-10 at %, copper
in 15-20 at % and nickel in 5-15 at %, and further
comprises silicon, boron, yttrium, palladium or tantalum
in 1 at % or more;

wherein the Zr-based amorphous alloy is represented by

the following formula of Zrg, Al, .Cu,, sNi,B,.

2. The medical drill as claimed in claim 1, wherein the
medical drill is shaped in a pillar body, and a spiral structure
is formed in a portion of the pillar body.

3. The medical drill as claimed in claim 1, wherein the
medical drill is shaped in a pillar body, and a thread is formed
in a portion of the pillar body.

4. The medical drill as claimed in claim 1, wherein the
medical drill is manufactured by:

a) preparing an amorphous alloy rod through rapid cooling;

b) forming a spiral structure in a portion of the amorphous

alloy rod by heating; and

¢) a stretching and twisting process;

wherein a temperature of step (b) is not higher than a

crystallization temperature (Tx) of the amorphous alloy.

5. A medical drill made of an amorphous alloy, wherein the
amorphous alloy is a Zr-based amorphous alloy which com-
prises zirconium metal in 45 at % or more, and the medical
drill has a tensile strength of 1500-2500 MPa and a Vickers
hardness of 400-750;

wherein the Zr-based amorphous alloy comprises zirco-

nium in 45 at % or more, aluminum in 5-10 at %, copper
in 15-20 at % and nickel in 5-15 at %, and further
comprises silicon, boron, yttrium, palladium or tantalum
in 1 at % or more;

wherein the Zr-based amorphous alloy is represented by

the following formula of Zr;;Cu,,_ NigAlTa, therewith
0.1=<x=<10.
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6. The medical drill as claimed in claim 5, wherein the
medical drill is manufactured by:
a) preparing an amorphous alloy rod through rapid cooling;
b) forming a spiral structure in a portion of the amorphous
alloy rod by heating; and
¢) a stretching and twisting process;
wherein a temperature of step (b) is not higher than a
crystallization temperature (Tx) of the amorphous alloy.
7. A medical drill made of an amorphous alloy, wherein the
amorphous alloy is a Zr-based amorphous alloy which com-
prises zirconium metal in 45 at % or more, and the medical
drill has a tensile strength of 1500-2500 MPa and a Vickers
hardness of 400-750;
wherein the Zr-based amorphous alloy comprises zirco-
nium in 45 at % or more, aluminum in 5-10 at %, copper
in 15-20 at % and nickel in 5-15 at %, and further
comprises silicon, boron, yttrium, palladium or tantalum
in 1 at % or more;
wherein the Zr-based amorphous alloy is represented by
the following formula of Zrs; AlyCu,,Pd Nb, therewith
x=4.5 and y=4.5.
8. The medical drill as claimed in claim 7, wherein the
medical drill is manufactured by:
a) preparing an amorphous alloy rod through rapid cooling;
b) forming a spiral structure in a portion of the amorphous
alloy rod by heating; and
¢) a stretching and twisting process;
wherein a temperature of step (b) is not higher than a
crystallization temperature (Tx) of the amorphous alloy.

#* #* #* #* #*
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